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CUSTOMER NAME: RamHouse, LLC

ADDRESS: Russia, 115487, Moscow, Nagatinskaya st., building 16, housing 1, 

construction 5, room 6H

Sample Name : MSPC laminate flooring by Stone Floor

Product specification : Thickness: 8.3+/- 1mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 

assumes no responsibility to verify the accuracy, adequacy and completeness of the sample information 

provided by client.

*************

SGS Ref. No. : XMIN2601000172CM02

Date of Receipt : Jan 28, 2026

Testing Start Date : Jan 28, 2026

Testing End Date : Feb 03, 2026

Test result(s) : For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou Branch

Kelly Lee
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion 

1

Izod Unnotched Impact 

Strength at Low 

Temperature

ASTM D4812-25

49 J/m

C (complete 

break)

/

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.
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1. Test Item: Izod Unnotched Impact Strength at Low Temperature

Sample Description: A-Sheet

Test Method: ASTM D4812-25

Test Condition: 

Specimen Thickness: 8.33 mm

Low Temperature Condition: -25℃, 4 h→Take out and do the test within 10s

The Capacity of the Pendulum: 2.75 J

Impact Speed: 3.46 m/s

Lab Environmental Condition: ( 23 ± 2 ) °C, ( 50 ± 5 ) %RH

Test Result:

Sample A

Test Item Test Result

Izod Unnotched Impact Strength at Low 

Temperature

49 J/m

C (complete break)

(See table 1)

Table 1:

Specimen 1 2 3 4 5 6 7 8 9 10

Izod Unnotched 

Impact Strength 

at Low 

Temperature , 

J/m

63.5 59.2 46.7 51.7 36.6 37.9 53.7 42.9 41.4 57.1

Note: Test specimens were cut from the sample.
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Test Photo:

Original Sample-Sample A Original Sample-Sample A

Before Test-Sample A After Test-Sample A
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Equipment Information:  

Equipment Name Model Equipment No. Calibration date 
Next Calibration 

date

Impact Tester HIT50P GZMR-PL-E283 2025-03-31 2026-03-30

High/Low 

Temperature test 

chamber

TG-2000-C1 GZMR-PL-E397 2026-01-15 2027-01-14

Appendix information: 

*The test report shall only be used for client scientific research, teaching, internal quality control, product 

research and development, etc. and just for client internal reference.

******** End of report********
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